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Expected cost advantages of using hardwood for bridge superstructures rather than
steel and concrete have not been evident. Some reasons given include the use of red oak,
which is in high demand for other uses, and the fact that the hardwood dimension lumber
market is not established. Another reason is that the lumber supply is coming from the
high-grade outer portion of oak logs. In this study, we explored the potential for
producing hardwood bridge products from log heart cants, including railroad ties and
pallet cants. The report evaluates the availability of cant material from West Virginia
mills and structural-grade dimension lumber from ties and cants for several species: red
oak, hickory, red maple, yellow-poplar, beech, and white oak.

As specifications for hardwood
bridges have been developed and bids for
their construction received, it has been
evident that material costs vary greatly
by species, grade, and size. This may be
caused by a lack of knowledge about
strength, stiffness, durability, and pro-
duction costs. Interestingly, the expected
cost advantage of hardwood lumber
compared to concrete and steel has not
been evident in the bids.

In the Appalachian region, timber
bridge costs are higher than expected be-

1Weekly Hardwood Review. 1993. Hardwood Pub-
lishing Co., Inc., Charlotte, N.C. Vol. 8, No. 51.

cause of 1) the use of red oak; 2) the use
of the high-grade outer potion of logs;
and 3) inflated material bids.

Red oak is the lumber species group
most often specified by hardwood bridge
designers, and it is currently in high de-
mand for other uses, both domestically
and abroad. As reported in the Weekly
Hardwood Review,1 red oak is among the
highest-valued hardwood species.

Relatively large structural lumber
components have been specified for
many bridges. At least a significant por-
tion of each of these components is taken
from the outer portion of the log, where
the highest quality, appearance-graded
lumber is normally obtained. This sub-
stantially increases the price of bridge

components because lumber from the
outer portions of logs, particularly in the
case of red oak from the Appalachian
region, is often marketed at prices as
much as three times the price of lumber
taken from the center or heart of the log.

Potential producers are unsure of
product recovery and costs when cutting
for structural lumber, so they protect their
investments with inflated material bids.

One apparent alternative for reducing
bridge costs is to utilize lumber from
products currently produced from log
heart cants and available at relatively in-
expensive prices. Admittedly, some
bridge components cannot be produced
directly from cants because the width
will be too small. However, multiple
widths as well as lumber for trusses can
become bridge components from nor-
mal-sized cants.

The purpose of this study was to ex-
plore the potential of producing hard-
wood bridge material from cants, includ-
ing railroad switch ties and pallet cants,
which are traditional products of hard-
wood sawmills. The study contained two
components:

1. To determine the availability of
cant material from hardwood sawmills,
using West Virginia mills as a basis, in-
cluding (but not limited to) railroad ties,
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mine material, landscape ties, industrial
blocking, and pallet cants.

2. To evaluate visually graded struc-
tural-grade lumber yield from log heart
cants from six hardwood species groups
(red oak, hickory, red maple, yellow-
poplar, beech, and white oak). Through-
out the study, red oak was considered the
base of comparison because it has been
specified and used almost exclusively in
timber bridge construction, especially in
West Virginia. The other species were
selected on the basis of their presumed
availability and lower market prices rela-
tive to red oak.

C A N T  A V A I L A B I L I T Y

S PECIES AND S IZES

The availability of sizes, grades, and
species of sawn material produced from
log hearts was obtained by surveying,
through on-site visits and telephone con-
tacts, West Virginia sawmills that pro-
duce 3 million board feet (MMBF) or
more per year.2 These mills represent
about 17 percent of the total number of
mills, but account for about 67 percent of
the total lumber production in West Vir-
ginia. A total of 47 of 49 sawmills that fit
these criteria provided usable informa-
tion.

Table 1 shows approximate cant pro-
duction by species for all cant sizes sur-
veyed; cant production amounted to
nearly 60 MMBF of annual production.
The larger cant volumes of red oak, white
oak, and yellow-poplar reflect the more
commonly sawn species. Although not
reflected in cant production (Table 1),
red oaks are the most commonly sawn
species overall. This fact is not obvious
because many sawmills do not produce
cants from the red oaks but choose in-
stead to saw through the heart to recover
the more valuable grade lumber and to
obtain flooring-grade lumber.

The survey also identified 13 separate
cant sizes as being produced at West Vir-
ginia mills (Table 2). The most common
cant size is 4 by 6 inches by 8 to 16 feet
(102 by 152 mm by 2.4 to 5.0 m) and is

2 One board foot = 0.0024 m3.

3 National Hardwood Lumber Association. 1990.
Rules for measurement and inspection of hardwood
and cypress. National Hardwood Lumber Assoc.,
Memphis, Tenn. p. 68.

4 The Railway Tie Association. 1993. Specifications
for timber crossties. The Railway Tie Assoc., St.
Louis, Mo.

marketed almost exclusively to the pallet
industry.

C ANT GRADES

When mill operators were asked
about their method of grading cants,
most indicated that the buyer specified
the acceptable species and stipulated
only that the cant be “Sound Square
Edge.”3 This specification is simply a
common arrangement that has developed
between buyers and sellers. Bridge deck-
ing (3 by 8 in. (76 by 203 mm)) and
landscape timbers (5-1/2 by 5-1/2 in.
(140 by 140 mm)) are also frequently
specified by the buyer as being Sound
Square Edge.

The National Wooden Pallet and Con-
tainer Association (NWPCA) has not
promulgated, nor does it recognize, a
grading system for cants. The only grad-
ing specification for mine materials
noted by mill managers during the survey
was “sound.” However, railroad ties are
graded under minimum specifications
administered by the Railway Tie Asso-
ciation.4

A V A I L A B I L I T Y  A S S E S S M E N T

Timber bridge lumber could be or-
dered directly from a sawmill by specify-
ing that, for cost considerations, the lum-
ber be produced from resawing cants
squared on the mill headrig. Under most
conditions, this will yield lumber that
varies no more than l/8-inch (3 mm)
from the operator’s target size. For struc-
tural purposes, it is important that lumber
be sound. Therefore, the buyer might
consider specifying “no rot” and “no
shake.” The structural grading rules al-

low some wane, which could also be
specified by the buyer. Because of a lack
of understanding of structural lumber
grades and uncertainty on the part of
sawmill managers as to grading costs,
buyers will need to arrange for structural
lumber grading at their own expense.

It is important to specify lumber
widths no greater than 9 inches (229
mm). Mill managers overwhelmingly in-
dicated that a 10-inch- (254-mm-) wide
board would dramatically increase cost
because of the board’s position in the log
with regard to grade lumber recovery.

A disadvantage of specifying the least
popular species is the time involved until
that species is again sawn by the mill.
This is particularly important for beech
and hickory cants and, to a lesser extent,
for red maple cants. The limited avail-
ability of such species is reflected in the
fact that 1/3 of the mills surveyed do not
produce beech and hickory and, for many
of those that do, these species are sawn as
seldom as 2 to 4 times per year.
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D I S C U S S I O N

The results of the survey of hardwood
sawmills in West Virginia indicate rea-
sonable availability of cant material for
bridge applications. The range of sizes
available indicates a number of opportu-
nities to obtain lumber of various dimen-
sions, up to 9 inches (229 mm) wide,
without incurring a price premium. Buy-
ers of cant material should recognize that
each mill is different in terms of physical
capabilities, access to raw material, and
management philosophy with regard to
grade recovery, production costs, prices,
and markets. A pertinent example with
regard to markets is the recent strong
demand in the flooring and dimension
part industries for cant material from pal-
let producers and tie manufacturers in a
market that is also experiencing strong
demand for lower grade appearance lum-
ber. Although cant prices remain com-
petitive relative to those of the upper
grades of appearance lumber, supply
may be somewhat restricted because of
the level of competition in the market-
place.

S T R U C T U R A L  L U M B E R  Y I E L D S
F R O M  L O G  H E A R T  C A N T S

This component of the project in-
volved a yield study of cant material cur-
rently utilized to supply the hardwood
bridge program. The material was ex-
panded to include a total of six species. A
mill that currently fabricates timber
bridges in West Virginia under the Na-
tional Timber Bridge Initiative was con-
tracted to furnish red and white oak lum-
ber already in-stream for grading
purposes only and lumber sawn from red

oak and five alternative species for fur-
ther processing and grading. The latter
was resawn from graded switch ties on a
gang-rip saw to nominal 2- by 7-inch
dimensions (standard 38 by 165 mm;
hereafter called 2 by 7). In addition, a
second mill in West Virginia provided
mill-run cants (6 by 8 in. (152 by 203
mm)) that were processed on a bull-edger
to nominal 2- by 6-inch lumber and
graded on-site. (Note: standard 38- by
140-mm lumber; hereafter called 2 by 6).

M E T H O D S

The yield study was designed to de-
termine the structural grade yield from 7-
by 9-inch (178- by 229-mm) freshly
sawn, graded switch ties and from 6- by
8-inch (152- by 203-mm) freshly sawn,
mill-run (ungraded) pallet cants. All ties
were end-coated to reduce defects from
drying. The ties were ripped into 7-inch-
(178-mm-) wide dimension lumber and
nominal 2-inch (51 mm) thickness (ac-
tual green thickness was 1.75 in. (44.5
mm)). Allowing for kerf and sawing vari-
ation, four boards were produced from
each tie.

The mill-run pallet cants were sawn
from logs available at the mill log yard.
The cants were not end-coated because
they were processed immediately
through the bull edger. Four boards were
produced from each cant.

All lumber was graded by one of two
agencies certified to grade structural
hardwood lumber (i.e., the Northeastern
Lumber Manufacturer’s Assoc. or Tim-
ber Products Inspection). Grade was
based on the standard grades for joists
and planks: Select Structural (SS), No. 1,
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No. 2, and No. 3. All grade lumber, in-
cluding Below Grade, was tallied to
compare and determine the relative
yields among species and cant types.

G R E E N  L U M B E R

Four different groups of green lumber
were used in this study. Table 3 gives the
sample breakdown by group and species.

Group 1 consisted of 1,208 pieces
sawn from 302 7- by-9 switch ties.4 The
intention was to obtain 240 pieces each
of beech, hickory, yellow-poplar, red ma-
ple, and red oak.

Group 2 contained 1,000 pieces of 2
by 7 lumber sawn from two hundred fifty
7-by-9 red and white oak switch ties. The
data were obtained during the sawing of
the switch ties into timber bridge compo-
nents at the bridge fabricator’s plant in
West Virginia.

Group 3 consisted of 792 pieces of 2
by 6 lumber of 6 species (beech, hickory,
yellow-poplar, red maple, red oak, and
white oak) sawn from 198 mill-run cants
at a local hardwood sawmill.

Group 4 contained 480 pieces of 2 by
7 beech and hickory lumber sawn from
120 graded switch ties. This material was
purchased from the bridge fabricator to
augment the group 1 sample for sub-
sequent mechanical testing.

The lumber from all four groups was
identified by tie or cant and board num-
ber as it was sawn. All lumber was struc-
turally graded by the same grader within
7 days after sawing. The green yield data
were used to compare the groups for the
effects of cant source and species on
yield.

D R Y  L U M B E R

The green lumber from groups 2 and
3 was not processed beyond the green
stage. The lumber from groups 1 and 4
was dried and regraded using three dif-
ferent procedures. All beech and hickory
boards were dried to about 12 percent
moisture content (MC) in four charges in
a small dehumidification kiln using a
relatively gentle schedule. The group 1
beech and hickory were stored under
roof on stickers for about 10 months be-
fore kiln-drying. The group 4 beech and
hickory were sawn and dead-stacked
shortly before kiln-drying. Drying infor-
mation for these two groups of beech and
hickory is given in Table 4. After drying,
all boards were regraded (unsurfaced) by
the same grader who graded the green
lumber.

57



The remaining four species of lumber
in group 1 (red oak, yellow-poplar, red
maple, and hard maple) were stored un-
der roof on stickers for 12.5 months and
were air-dry (below 19% MC) at the time
of regrading. The green and dry grade
distributions were compared to deter-
mine the effect of drying on yield.

5Conover. W.J. 1980. Practical Nonparametric Sta-
tistics. John Wiley & Sons, New York. 493 pp.

S T A T I S T I C A L  M E T H O D S

Because the data (for both the green
and dry lumber by grade) were collected
in the form of frequency counts, row by
column (r ö c) contingency tables were
used to present the data. In these tables
(Tables 5 to 8), r= 2 and c= 5. The rows
represent either two species or mill-run
compared to graded switch-tie cants, or
green compared to dry lumber. The col-
umns correspond to the five grades: SS,
No. 1, No. 2, No. 3, and Below Grade.

Each lumber piece in a sample was as-
signed to the appropriate cell of a table.
We wanted to test the hypothesis that the
probability of being in a given grade did
not vary from row to row. A chi-squared
analysis was performed.

The test statistic for this procedure is
defined as follows:5
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6 SAS Procedures Guide. 1988. SAS Institute, Inc.,
Cary, N.C.

7 Northeastern Lumber Manufacturers Association.
1986. Standard grading rules for Northeastern lum-
ber. Northeastern Lumber Manufacturers Assoc.,
Cumberland Center, Maine.

R E S U L T S

E F F E C T  O F  C A N T  S O U R C E

Part 1 of the analysis was designed to
compare the structural yield distributions
of green lumber sawn from graded
switch ties to the distributions of green
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lumber sawn from mill-run cants. Distri-
bution frequencies were found by sorting
the mill-run cants (group 3) from the rest
of the sample using the SAS Proc Sort
procedure 6 and generating a frequency
table of species versus green NeLMA
(Northeastern Lumber Manufacturers
Assoc.) grades for each group.7 Chi-
square tests were run under the same
procedure to test whether the combined
structural grade distributions of groups 1,
2, and 4 (switch-tie lumber) for each spe-
cies were the same as the distributions for
group 3 (mill-run cant lumber) structural
grades.

The grade frequencies and results of
the chi-square tests between the green
NeLMA grade distributions of lumber
from both sources is shown by species in
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The contingency table results indicated
that all the alternative species in group 1
had different distributions than red oak.
The beech and white oak distributions
had more spread than did the red oak
distribution. Both beech and white oak
showed percentages of SS and Below
Grade that were higher than expected and
percentages that were lower than ex-
pected in the middle of the distribution.
Hickory, red maple, and yellow-poplar
showed more shifts toward higher grades
compared to red oak. Because of the rela-
tively small sample of hard maple
boards, the results should not be consid-
ered especially reliable for this species.
The low percentages in the No. 3 grade
and high percentages in the SS cells for
both hickory and yellow-poplar were im-
portant when compared to red oak. The
red maple distribution showed more SS
frequency than expected, accounting for
the majority of the observed difference
with red oak.

This may be an artificially high figure
caused by lack of randomness in sample
procurement. Because switch ties are not
normally sawn from yellow-poplar, the
yellow-poplar ties used were bought spe-
cifically for this study and may not be
representative of a normal mix of ties
found in the supplier’s yard. It is there-
fore likely that the grade of yellow-pop-
lar ties sawn in the future would not be as
high as that of the sample used here.

E F F E C T  O F  S P E C I E S

Part 2 of the analysis was designed to
determine if the green structural grade
distributions were species independent.
Because red oak was to serve as a base-
line for evaluating the efficacy of utiliz-
ing alternative species, the chi-square
tests were performed pairwise, using red
oak as the base comparison.

Two specific analyses were of inter-
est. The first analysis combined all data
for graded switch ties (i.e., groups 1, 2,
and 4) to make pairwise species compari-
sons of all species with red oak (Table 6).

Table 5. For all species, the grade distri-
butions were found to be different for
lumber sawn from mill-run cants and
graded switch ties. Generally, the mill-
run cants produced lower grades and a
much higher percentage of Below Grade
lumber. (Note the very high chi-square
value in the All Species, Mill-Run, Be-
low Grade cell.) The two species that
deviated from this trend were red oak and
white oak. For both species, the major
difference was that graded switch ties
contained a greater proportion of No. 2
pieces and fewer No. 3 pieces than did
the mill-run cants. Red maple and beech
distributions were particularly poor for
the mill-run cants—more than 75 percent
of the lumber was graded No. 3 or Below
Grade. Although hickory and yellow-
poplar mill-run distributions contained
higher percentages of the better grades,
they still compared less favorably to the
grade distributions from the switch ties.

More than 42 percent of the yellow-
poplar switch-tie lumber was graded SS. The second analysis consisted of pair-



shift was an increased frequency of Be-
low Grade boards in the dry category.
Some drying degrade is expected and
considered normal.

When considered by species, hard
maple maintained its grade distribution
when dried. Conversely, beech, hickory,
red maple, yellow-poplar, and red oak
grade distributions changed when the
lumber was dried. The beech distribution
decreased slightly in all the grades and
increased substantially in the Below
Grade category. The hickory distribution
dropped in the top three grades and in-
creased in the No. 3 and Below Grade
categories. In both cases, the Below
Grade increases exerted the greatest in-
fluence on the chi-square values, pushing
them beyond the range of acceptance.
Yellow-poplar yields decreased in the SS
and No. 1 grades, with substantial in-
crease in No. 3 grade. Unexpectedly, the
red maple and red oak distributions ap-
peared to improve as a result of drying.
No obvious reason for this was evident,

since only one grader was used. Other
studies that included grade before and
after drying had similar results.

A question arises as to whether the
beech and hickory drying degrade was
species dependent or a result of kiln-dry-
ing. Because monitoring drying degrade
was not a goal of our study, there was no
air-dried control for these two species
and the information for answering that
question was not directly available.
However, a comparison of group 1 and
group 4 boards indicated a possible influ-
ence resulting from drying. A contin-
gency table analysis was performed on
the following four combinations:

1. Green grade yield of group 1 com-
pared to group 4 beech. Results indicated
that these distributions had a non-practi-
cal difference (chi-square test statistic =
3.21< 9.49).

2. Green grade yield of group 1 com-
pared to group 4 hickory. Results indi-
cated that these distributions had a practi-
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wise comparisons (red oak compared to
beech, hickory, yellow-poplar, red ma-
ple, and white oak) of the yields from
ungraded, mill-run cants (group 3). The
chi-square test results in Table 7 show
that yellow-poplar and white oak were
practically distributed like red oak,
whereas beech and red maple had low
No. 2 and high Below Grade percentages
when compared to red oak. The distrib-
ution of group 3 hickory, with high SS and
Below Grade percentages, was spread
more uniformly than that of red oak. Fi-
nally, yellow-poplar exhibited low No. 3
yield, high Below Grade yield, and al-
most twice the SS yield as that of red oak.

E F F E C T  O F  D R Y I N G

The chi-square analysis between
NeLMA grades for the same lumber
when green and dry in groups 1 and 4
combined is summarized in Table 8. A
practical difference was found in the
green NeLMA grade distribution for the
All Species category compared to the dry
NeLMA grade distribution; the major
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cal difference (chi-square test statistic =
31.38 >9.49).

3. Dry grade yield of group 1 com-
pared to group 4 beech. The distributions
in this case had a practical difference
(chi-square test statistic = 23.54> 9.49).

4. Dry grade yield of group 1 com-
pared to group 4 hickory. The distribu-
tions had a non-practical difference (chi-
square test statistic = 7.79 < 9.49).

The fact that moving from the green
condition to the dry condition caused
practical differences in the grade yield
distributions for both species (albeit dif-
ferent changes) indicates a possible influ-
ence resulting from the way in which the

two groups of lumber were dried. while
not conclusive, this result does point to
the need for close consideration of the
drying aspect.

D l S C U S S I O N

The results indicate that there is a
positive potential for producing struc-
tural grade lumber for the species stud-
ied. However, several factors will come
into play. The source of the cant (graded
switch ties or mill-run cants) was found
to have a pronounced effect on the struc-
tural lumber yield for all species. The
structural lumber grade distributions
were generally shifted more toward the
lower grades for lumber sawn from mill-
run cants compared to lumber sawn from
graded switch ties. Species was found to
affect yield, when compared to red oak,
in all cases. Beech, red maple, and white
oak were found to have lower or more
uniformly spread grade distributions
than that of red oak. Yellow-poplar, hick-
ory, and hard maple (with a limited sam-
ple) grade yields were shifted more to-
ward the higher grades than was red oak.

Drying had varied effects on yield dis-
tributions, depending on the species.
Beech and hickory lumber generally de-
clined in grade when dried on a gentle
schedule in a dehumidification kiln. Hard
maple lumber maintained its grade distri-

bution when air-dried, wherein red ma-
ple and red oak distributions improved
when air-dried.  Air-dried yellow-poplar
exhibited a decline in grade over the
green yields. 

From a commercial standpoint, struc-
tural lumber is often marketed as No. 2 and
Better. Therefore, for a mill manager who
is considering the production of visually
graded structural lumber, the yield percent-
age in No. 2 and Better is probably the
critical measure for determining the viabil-
ity of the opportunity (Table 9). Yellow-
poplar and hickory yieids from the switch
ties are the highest.

The results strongly indicate that suc-
cess In producing structural lumber from
cant material will require some sort of
grading scheme, possibly like the grad-
ing specifications for railroad ties. In ad-
dition, from a sawmiller’s point of view,
the decision to cut structural lumber will
involve examining the economic tradeoff
between selling cants outright, cutting
them into appearance-graded lumber, or
cutting them into nominal 2- inch-thick
(standard 38-mm-thick) material, sorting
out the No. 2 and Better structural lum-
ber, and marketing the remainder as ap-
pearance-graded lumber.
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